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TEST REPORT

Report No.: BCTC2509221142R

Applicant: KHADAS LIMITED

Product Name: VIM3

Test Model: VIM3

Tested Date: 2025-09-03 to 2025-09-15

Issued Date: 2025-09-26

Shenzhen BCTC Testing Co., Ltd.
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Product Name VIM3

Test Model VIM3

Model/Type Reference VIM3 Basic, VIM3 Pro, VIM3L

Applicant KHADAS LIMITED

Address
UNIT 1406B 14/F, THE BELGIAN BANK BUILDING, NOS. 721-725 NATHAN ROAD,
MONGKOK, KOWLOON. HK

Manufacturer SHENZHEN WESION TECHNOLOGY CO., LTD

Address
2701 QIANCHENG CENTER, HAICHENG ROAD, XIXIANG STREET BAO’AN
DISTRICT, SHENZHEN

Trademark Khadas

Sample Received Date 2025-09-03

Test Type Entrustment Test

Test Method Please refer to the following page(s).

Test Requested

1. As specified by client, to screen Lead(Pb), Cadmium(Cd), Mercury(Hg),
Chromium(Cr) and Bromine(Br) in the submitted sample(s) by XRF.
2. As specified by client, when screening results exceed the XRF screening limit in
IEC 62321-3-1:2013, further use of chemical methods are required to test the
Lead(Pb), Cadmium(Cd), Mercury(Hg), Hexavalent Chromium(Cr(VI)),
Polybrominated Biphenyls(PBBs), Polybrominated Diphenyl Ethers(PBDEs) in the
submitted sample(s).
3. As specified by client, to test the Diisobutyl phthalate(DIBP), Dibutyl
phthalate(DBP), Butyl benzyl phthalate(BBP), Bis(2-ethylhexyl) phthalate(DEHP) in
the submitted sample(s).

Test Standard
RoHS Directive 2011/65/EU and amendment Commission Delegated
Directive (EU) 2015/863

Test Result
The samples were tested according to the entrusted requirements and test standard,
and the test items of the test samples were qualified.

Prepared by: Approved by:

Willa Saher Chen
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Sample Declaration:

After verification, the differences between the model/type reference sample(s) and the main test sample(s)
are only due to differences in model name, and the material is the same. The test results in this report are
only applicable to the tested sample(s).

Test Method:

A. XRF screening limits for regulated elements according to IEC 62321-3-1:2013

Element

Screening limits of IEC 62321-3-1:2013
Unit (mg/kg)

Polymers Metals Composite material

Pb
BL≤(700-3σ)<X<(1300+3σ)≤

OL
BL≤(700-3σ)<X<(1300+3σ)≤

OL
BL≤(500-3σ)<X<(1500+3σ)≤OL

Cd BL≤(70-3σ)<X<(130+3σ)≤OL BL≤(70-3σ)<X<(130+3σ)≤OL LOD<X<(150+3σ)≤OL

Hg
BL≤(700-3σ)<X<(1300+3σ)≤

OL
BL≤(700-3σ)<X<(1300+3σ)≤

OL
BL≤(500-3σ)<X<(1500+3σ)≤OL

Cr BL≤(700-3σ)<X BL≤(700-3σ)<X BL≤(500-3σ)<X

Br BL≤(300-3σ)<X -- BL≤(250-3σ)<X

B. Screening limits for PBBs&PBDEs

Test Item(s)
Screening limits
Unit (mg/kg)

Polybrominated Biphenyls (PBBs) P≤300<IN

Polybrominated Diphenyl Ethers (PBDEs) P≤300<IN
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C. Screening limits for Phthalates

Test Item(s)
Screening limits
Unit (mg/kg)

Diisobutyl phthalate(DIBP) BL≤600<X

Dibutyl phthalate(DBP) BL≤600<X

Butyl benzyl phthalate(BBP) BL≤600<X

Bis(2-ethylhexyl) phthalate(DEHP) BL≤600<X

Note:
-BL= Under the screening limit
-OL= Further chemical test will be conducted while result is above the screening limit
-X= The symbol “X” marks the region where further investigation is necessary
-3σ= The reproducibility of analytical instruments
-LOD= Detection limit
-P= PASS
-IN= Uncertain, further chemical test
-“--”= Not regulated

D. Chemical Test

Test Item(s) Test Method
Measured

Equipment(s)
MDL Limit

Lead (Pb) IEC 62321-5:2013 Ed.1.0 ICP-OES 2 mg/kg 1000 mg/kg

Cadmium (Cd) IEC 62321-5:2013 Ed.1.0 ICP-OES 2 mg/kg 100 mg/kg

Mercury (Hg) IEC 62321-4:2013+AMD1:2017 ICP-OES 2 mg/kg 1000 mg/kg

Hexavalent Chromium
(Cr(VI))

IEC 62321-7-1:2015 Ed.1.0
UV-VIS

0.10 μg/cm2

1000 mg/kg
IEC 62321-7-2:2017 Ed.1.0 8 mg/kg

Polybrominated Biphenyls
(PBBs)

IEC 62321-6:2015 Ed.1.0 GC-MS/HPLC 100 mg/kg 1000 mg/kg

Polybrominated Diphenyl
Ethers (PBDEs)

IEC 62321-6:2015 Ed.1.0 GC-MS/HPLC 100 mg/kg 1000 mg/kg

Diisobutyl phthalate (DIBP) IEC 62321-8:2017 Ed.1.0 GC-MS 50 mg/kg 1000 mg/kg

Dibutyl phthalate (DBP) IEC 62321-8:2017 Ed.1.0 GC-MS 50 mg/kg 1000 mg/kg

Butyl benzyl phthalate (BBP) IEC 62321-8:2017 Ed.1.0 GC-MS 50 mg/kg 1000 mg/kg

Bis(2-ethylhexyl) phthalate
(DEHP)

IEC 62321-8:2017 Ed.1.0 GC-MS 50 mg/kg 1000 mg/kg
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Test Result(s):

Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

1 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 116314 / Negative
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

2 Black plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

3 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

4 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

5 Gold metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

6 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 106957 / Negative
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

7 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

8
Light gold
metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

9 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

10 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

11 Gold metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

12 Metal pin

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

13 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

14 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

15 Gold metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

16 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

17 Black plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

18 White plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

19 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 819 / Negative
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

20 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 136961 / Negative
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

21
Black PCB
board

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

22 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

23 Gold metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

24 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

25 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

26 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 131192 / Negative
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

27 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

28 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

29
Silver metal

spring

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

30 Silver metal

Pb 26625 / 26661#

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

31 Yellow tape

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

32 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

33 Gold metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

34 Black plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

35 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

36 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

37 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

38 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

39
SMD

audition

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

40 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

41 SMD diode

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

42
SMD
resistor

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 1510 / N.D.
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

43
SMD

capacitor

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

44
SMD
resistor

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

45
Light gold
metal

contact pin

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

46 Black plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) 32910 / P

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

47
Black

component

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

48 SMD LED

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

49 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

50 Inductor

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) 109869 / N.D.

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

51 Crystal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 1949 / Negative
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

52 Gold metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

53 White plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

54
Silver metal
shielding
cover

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

55
Dark green
PCB board

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

56 Inductor

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

57
Black

component

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

58 Chip

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

59 Chip

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

60 Chip

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /



No.：BCTC/RF-CH-005 Page 20 of 43 Edition：B.1

Report No.：BCTC2509221142R

Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

61 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

62 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

63 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

64
Black

component

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

65 Inductor

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 38636 / N.D.
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

66 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

67 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

68 Component

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 5917 / N.D.
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

69 Gray plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

70 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

71
Gray

magnet

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) 895 / N.D.
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

72
Enameled

wire

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

73
Enameled

wire

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

74
Enameled

wire

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

75
Enameled

wire

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

76 IC

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / BL /
DEHP / BL /

77 White plastic

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) 98093 / P

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

78 Silver metal

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

79 Chip

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

80 Solder joint

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

81 Chip

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

82 Solder joint

Pb BL / /

PASS 2025-09-05

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /

83 Black PCB

Pb BL / /

PASS 2025-09-11

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) 43653 / N.D.

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

84 Tin solder

Pb BL / /

PASS 2025-09-11

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
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Sample
No.

Sample
Description

Test Item(s)

XRF
Screening

Test
Unit

(mg/kg)

Phthalates
Screening

Test
Unit

(mg/kg)

Chemical
Test
Unit

(mg/kg)

Conclusion

Sample
Received/

Resubmitted
Date

BBP / / /
DEHP / / /

85
Black wire
jacket

Pb BL / /

PASS 2025-09-11

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) BL / /

DIBP / BL /
DBP / BL /
BBP / BL /
DEHP / BL /

86 Gold metal

Pb BL / /

PASS 2025-09-11

Cd BL / /
Hg BL / /

Cr(Cr(VI)) BL / /
Br(PBBs&PBDEs) / / /

DIBP / / /
DBP / / /
BBP / / /
DEHP / / /



No.：BCTC/RF-CH-005 Page 27 of 43 Edition：B.1

Report No.：BCTC2509221142R

Note:
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million
-“ / ”= Not conducted.
-The sample is negative for Cr(VI) − The Cr(VI) concentration is below 0.10μg/cm2. The coating is considered a
non-Cr(VI) based coating.
-The sample is positive for Cr(VI) − The Cr(VI) concentration is above 0.13μg/cm2. The sample coating is
considered to contain Cr(VI).
-The result is considered to be inconclusive -The Cr(VI) concentration is between the 0.10μg/cm2 and
0.13μg/cm2. Unavoidable coating variations may influence the determination.
-#=According to the exemption clause 6(c) in annex Ⅲ of directive (2011/65/EU), Lead is exempted as copper
alloy containing up to 4% lead by weight.

Remark:
-The screening results are only used for reference.
-When conducting the test for Hexavalent Chromium, XRF was introduced to screen Chromium exclusively;
When conducting the test for PBBs&PBDEs, XRF was introduced to screen Br Exclusively.
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Test Process:

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

◆IEC 62321-5:2013 Ed.1.0

Pb/Cd
Weigh the sample

into a vessel
Add digestion

reagent
Digest the sample

Filtration

Residue

Solution

Make up with
deionized water

Analyzed by
ICP-OES

Dry Ashing/
Alkali Fusion/
Acid Dissolution

◆IEC 62321-4:2013+AMD1:2017

Hg

Weigh sample
and place it in a
microwave

digestion vessel

Add digestion
reagent

Digest sample in
microwave

digestion oven

Filtration

Residue

Solution

Make up with
deionized water

Analyzed by
ICP-OES

Dry Ashing/
Alkali Fusion/

Acid Dissolution
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◆IEC 62321-7-1:2015 Ed.1.0

Cr(VI) Take a portion of
the sample

Extracted with
boiling water

Filter and remove
the sample

Add test solution

◆IEC 62321-7-2:2017 Ed.1.0

Cr(VI) Weigh the sample
into a vessel

Add digestion
reagent

Heat at 90-95℃
for 3 hours

Adjust the pH value
of the solution

Adjust the pH value
of the solution

Analyzed
by UV-Vis

Cool and filterAdd test solution

Make up with
deionized water

Adjust the pH value
of the solution

Analyzed by UV-Vis
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◆IEC 62321-6:2015 Ed.1.0

PBBs/ PBDEs
Weigh sample and
place it in a thimble

Extracted with
organic solvent

Concentrate the
extract

Make up with
organic solvent

◆IEC 62321-8:2017 Ed.1.0

Phthalates Weigh sample and
place it in a thimble

Extracted with
organic solvent

Concentrate the
extract

Make up with
organic solvent

Transfer the extract
into a volumetric

flask

Analyzed by
GC-MS/HPLC

Transfer the extract
into a volumetric

flask

Analyzed
by GC-MS
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Photograph of Sample

Fig.1

Fig.2
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Photo(s) of the tested component(s)

Fig.3

Fig.4
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Fig.5

Fig.6

8

11

76
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Fig.7

Fig.8
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Fig.9

Fig.10
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Fig.11

Fig.12
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Fig.13

Fig.14
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Fig.15

Fig.16
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Fig.17

Fig.18
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Fig.19

Fig.20

77-78
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Fig.21

Fig.22
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Fig.23

Fig.24
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STATEMENT

1. The equipment lists are traceable to the national reference standards.

2. The test report can not be partially copied unless prior written approval is issued from our lab.

3. The test report is invalid without the "special seal for inspection and testing".

4. The test report is invalid without the signature of the approver.

5. The test process and test result is only related to the Unit Under Test.

6. Sample information is provided by the client and the laboratory is not responsible for its
authenticity.

7. The quality system of our laboratory is in accordance with ISO/IEC17025.

8. If there is any objection to this test report, the client should inform issuing laboratory within 15
days from the date of receiving test report.

Address:
1-2/F., Building B, Pengzhou Industrial Park, No.158, Fuyuan 1st Road, Zhancheng, Fuhai
Subdistrict, Bao'an District, Shenzhen, Guangdong, China

TEL : 400-788-9558

P.C. : 518103

FAX : 0755-33229357

Website : http://www.chnbctc.com

Consultation E-mail : bctc@bctc-lab.com.cn

Complaint/Advice E-mail : advice@bctc-lab.com.cn

※※※※※ END ※※※※※
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